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SP02530  (Special Provisions for the 2024 Book)  (Bidding on or after: 07-01-26 
 Last updated: 03-30-26) 
 

SECTION 02530 – STRUCTURAL STEEL 

 
(Follow all instructions and make all edits with “Track Changes” turned on. If there are 
no instructions [purple text] above a subsection, paragraph, sentence, or bullet, then 
include it in the Project. Delete all purple text before preparing the final document. All 
other modifications to this Section will require ODOT Technical Resource and State 
Specifications Engineer approval.) 
 
Comply with Section 02530 of the Standard Specifications modified as follows: 
 
02530.10  Structural Steel for Bridges - Replace the paragraph that begins “Structural 
steel for Bridges…” with the following: 
 
Furnish structural steel for Bridges meeting the following, as shown or specified: 
 
02530.20  Bolts - Replace the paragraph that begins “Structural steel for metal…” with the 
following: 
 
Structural steel for metal sign Structures and other non-Bridge Structures meeting the 
following, or as shown or specified: 
 
Replace the paragraph that begins “Notch toughness…” with the following: 
 
Ensure notch toughness of all structural steel members and plates greater than 1/2 inch thick 
in load carrying members of sign Bridges and cantilever sign supports meets Zone 2 
requirements of AASHTO M 270. 
 
02530.50  Universal Mill Plate - Replace the paragraph that begins “Universal mill plate…” 
with the following: 
 
Universal mill plate is not allowed. 
 
02530.70  Galvanizing - Replace this subsection, except for the subsection number and title, 
with the following: 
 
Hot-dip galvanize according to the following, as applicable: 
 

• AASHTO M 111 (ASTM A123) 
• AASHTO M 232 (ASTM A153) 

 
Furnish steel that is finished by hot-dip galvanizing for use as sign bridges, illumination poles, 
traffic signal poles, sign supports, bridge rail and items designated on the Plans as 
"Galvanize - Control Silicon" having controlled silicon content of either 0 - 0.06 percent or 
0.13 percent - 0.25 percent. Before galvanizing, submit mill test certificates verifying silicon 
content to the Engineer and the galvanizer. 
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02530.80  Acceptance - Replace this subsection, except for the subsection number and title, 
with the following: 
 
Acceptance of structural steel is according to 00165.35 and this Section. 
 


